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The following sample(s) was/were submitted and identified by/on behalf of the client as :

Sample Description

Sample Receiving Date
Testing Period

1. CROSS-SLOTTED TRUSS HEAD MACHINE SCREWS M6X12
2. ECO-SYN SCREWS M4X8

2007/01/11
2007/01/11 TO 2007/01/18

Test Requested

Test Method

Test Result(s)

Sgned for

and on behalf of
SGS TAIWAN LTD.

In accordance with the RoHS Directive 2002/95/EC, and its amendment
directives.

(1) With reference to IEC 62321, Ed.1 111/54/CDV. Determination of
Cadmium by ICP-AES.

(2) With reference to IEC 62321, Ed.1 111/54/CDV. Determination of
Lead by ICP-AES.

(3) With reference to IEC 62321, Ed.1 111/54/CDV. Determination of
Mercury by ICP-AES.

(4) With reference to BS EN ISO 3613:2001 for Hexavalent Chromium
for metallic samples. Analysis was performed by UV-VIS
Spectrometry.

Please refer to next page(s).
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Nicole Chien / Supervisor
Signed for and on behalf of
SGS TAIWAN LTD.

Chemical Laboratory - Taipei

(1) 01707117305 1%/ 384% M4x40 (2) 0170720730 B £ 4R A #3F 4%
M4x12 (3) 0170730730/K. & B 3L 2R 4M3x15 (4)1170720730°F 3848 A 3¢
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(6) 117072173044 K 32 44M4x12 (7) 1170746730 F {24 3F 44M4x10
2007/10/11

2007/10/11 TO 2007/10/17

498 RoHS 2002/95/EC RAMEZSEE.

(1) %#1EC 62321, Ed. 1 111/54/CDV75 ki), MAERESTHR
JB 541 2 (ICP-AES) #iRlé5 5 8 .

(2) 4% #IEC 62321, Ed. 1 111/54/CDVy ki), MARES TR
R F 41 6 (ICP-AES) iRl 45428 .

(3) %#IEC 62321, Ed. 1 111/54/COVikikial, AEAREA TR
R F B4tk d#1R (ICP-AES) Bl R 28 .

(4) 4t#eBMHH =S, %#BS EN IS0 3613:2001% 7%, AUV-
VISHRI B4 A E.
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